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Section II-iii-J

Engineering Index Properties

General

This table gives estimates of the engineering classification and of the range of index properties for the major
layers of each soil in the survey areas.  Most soils have layers of contrasting properties within the upper 5 to 6
feet.  Information in this table includes depth, USDA texture, Unified and AASHTO Classification, rock
fragments larger than 3 inches, percentage passing designated sieves, liquid limit, and plasticity index.

Properties

Depth to the upper and lower boundaries of each layer is indicated.

Texture is given in the standard terms used by the USDA.  The terms are defined according to percentages of
sand, silt, and clay in the fraction of the soil that is less than 2 millimeters in diameter. (Textural terms are
defined in Chapter 4, Soil Survey Manual or in the glossary of most soil survey reports)  If the content of
particles coarser than sand is 15 percent or more, an appropriate modifier is added, for example , "gravelly".

Unified classification system classifies soils according to properties that affect their use as construction
material.  Soils are classified according to grain-size distribution of the fraction less than 3 inches in diameter
and according to plasticity index, liquid limit, and organic matter content.

AASHTO classification is the system adopted by the American Association of State Highway and
Transportation Officials.  It classifies soils according to those properties that affect roadway construction.

Rock fragments, 3 to 10 inches and greater than 10 inches in diameter, are indicated as a percentage of the
total soil on a dry-weight basis.  The percentages are estimates determined mainly by converting volume
percentage in the field to weight percentage.

Percentage (of soil particles) passing designated sieves is the percentage of the soil fraction less than 3 inches
in diameter based on an ovendry weight.  The seives, numbers 4, 10, 40, and 200, have openings of 4.76,
2.00, 0.420, and 0.074 millimeters, respectively.  Estimates are based on laboratory tests of soils sampled in
the survey area and in nearby areas and on estimates made in the field.

Liquid limit and plasticity index (Atterberg limits) indicate the plasticity characteristics of a soil.  The
estimates are based on test data from the survey area, or from nearby areas, and on field examination.

See the National Soil Survey Handbook, Part 618, for definitions and discussion of particular properties.
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Engineering Index Properties
Aroostook County, Maine, Southern Part

Absence of an entry indicates that the data were not estimated.

Classification Fragments Percent Passing Sieve Number
Map Symbol Liquid Plasticity

and Soil Name Depth USDA Texture >10 3-10 Limit
Unified AASHTO Inches Inches 4 10 40 200 Index

In Pct Pct Pct
CgA:

Caribou 0-9 Gravelly Loam ML A-4 0-1 0-10 75-90 55-75 50-70 35-60 30-50 5-15
SM A-7

9-26 Gravelly Loam CL A-4 0-5 0-10 70-95 55-90 50-85 35-75 20-35 2-10
Silt Loam GM
Gravelly Silt Loam ML

SM
26-60 Silt Loam CL A-4 0-5 0-10 70-95 55-90 50-85 35-75 20-35 2-10

Gravelly Silt Loam GM
Gravelly Loam ML

SM
CgB:

Caribou 0-9 Gravelly Loam ML A-4 0-1 0-10 75-90 55-75 50-70 35-60 30-50 5-15
SM A-7

9-26 Gravelly Loam CL A-4 0-5 0-10 70-95 55-90 50-85 35-75 20-35 2-10
Silt Loam GM
Gravelly Silt Loam ML

SM
26-60 Silt Loam CL A-4 0-5 0-10 70-95 55-90 50-85 35-75 20-35 2-10

Gravelly Silt Loam GM
Gravelly Loam ML

SM
CgC:

USDA-Natural Resource Conservation Service-2002
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Engineering Index Properties - Continued
Aroostook County, Maine, Southern Part

Classification Fragments Percent Passing Sieve Number
Map Symbol Liquid Plasticity

and Soil Name Depth USDA Texture >10 3-10 Limit
Unified AASHTO Inches Inches 4 10 40 200 Index

In Pct Pct Pct
CgC:

Caribou 0-9 Gravelly Loam ML A-4 0-1 0-10 75-90 55-75 50-70 35-60 30-50 5-15
SM A-7

9-21 Gravelly Loam CL A-4 0-5 0-10 70-95 55-90 50-85 35-75 20-35 2-10
Silt Loam GM
Gravelly Silt Loam ML

SM
21-60 Gravelly Silt Loam CL A-4 0-5 0-10 70-95 55-90 50-85 35-75 20-35 2-10

Gravelly Loam GM
Silt Loam ML

SM
CgD:

Caribou 0-9 Gravelly Loam ML A-4 0-1 0-10 75-90 55-75 50-70 35-60 30-50 5-15
SM A-7

9-26 Gravelly Loam CL A-4 0-5 0-10 70-95 55-90 50-85 35-75 20-35 2-10
Silt Loam GM
Gravelly Silt Loam ML

SM
26-60 Gravelly Loam CL A-4 0-5 0-10 70-95 55-90 50-85 35-75 20-35 2-10

Silt Loam GM
Gravelly Silt Loam ML

SM
CgE:

Caribou 0-4 Gravelly Loam ML A-4 0-1 0-10 75-90 55-75 50-70 35-60 30-50 5-15
SM A-7

4-26 Silt Loam CL A-4 0-5 0-10 70-95 55-90 50-85 35-75 20-35 2-10
Gravelly Silt Loam GM
Gravelly Loam ML

SM
26-60 Gravelly Loam CL A-4 0-5 0-10 70-95 55-90 50-85 35-75 20-35 2-10

Silt Loam GM
Gravelly Silt Loam ML

SM

USDA-Natural Resource Conservation Service-2002
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Engineering Index Properties - Continued
Aroostook County, Maine, Southern Part

Classification Fragments Percent Passing Sieve Number
Map Symbol Liquid Plasticity

and Soil Name Depth USDA Texture >10 3-10 Limit
Unified AASHTO Inches Inches 4 10 40 200 Index

In Pct Pct Pct
CnA:

Colton 0-8 Gravelly Sandy Loam GM A-1 0 0-5 60-85 50-75 30-75 15-70 15-40 NP-6
ML A-2
SM A-4

8-16 Gravelly Loamy Sand GM A-1 0-1 0-10 40-95 30-90 15-90 5-80 0-14 NP
Gravelly Sandy Loam GP-GM A-2
Silt Loam SM A-3
Very Gravelly Coarse SP-SM A-4
Sandy Loam

16-21 Gravelly Loamy Sand GP A-1 0-1 5-20 20-55 15-50 5-50 1-15 0-14 NP
Very Gravelly Loamy Sand GP-GM
Very Gravelly Loamy Fine SM
Sand SP
Extremely Gravelly Coarse
Sand

21-60 Extremely Gravelly Coarse GP A-1 0-1 5-20 20-55 15-50 5-40 1-10 0-14 NP
Sand GP-GM
Extremely Gravelly Sand SP
Very Gravelly Loamy SP-SM
Coarse Sand
Gravelly Sand

CnB:

USDA-Natural Resource Conservation Service-2002
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Engineering Index Properties - Continued
Aroostook County, Maine, Southern Part

Classification Fragments Percent Passing Sieve Number
Map Symbol Liquid Plasticity

and Soil Name Depth USDA Texture >10 3-10 Limit
Unified AASHTO Inches Inches 4 10 40 200 Index

In Pct Pct Pct
CnB:

Colton 0-8 Gravelly Sandy Loam GM A-1 0 0-5 35-80 30-75 20-65 10-40 0-10 NP-2
GW-GM A-2

SM A-4
SW-SM

8-16 Very Gravelly Sand GM A-1 0-1 0-10 30-80 25-75 20-60 5-35 0-10 NP-2
Gravelly Coarse Sandy GP-GM A-2
Gravelly Loamy Sand GW-GM A-3
Very Gravelly Sandy Loam SM

16-21 Gravelly Loamy Sand GM A-1 0-1 5-20 30-80 25-75 20-50 2-20 0-14 NP
Cobbly Coarse Sand GP
Very Gravelly Sand GP-GM
Gravelly Loamy Fine Sand SM

SP
21-60 Gravelly Sand GP A-1 0-1 5-20 20-55 15-50 10-30 0-5 0-14 NP

Very Cobbly Sand GW
Very Gravelly Loamy Sand SP
Extremely Gravelly Coarse SW
Sand

CnC:

USDA-Natural Resource Conservation Service-2002
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Engineering Index Properties - Continued
Aroostook County, Maine, Southern Part

Classification Fragments Percent Passing Sieve Number
Map Symbol Liquid Plasticity

and Soil Name Depth USDA Texture >10 3-10 Limit
Unified AASHTO Inches Inches 4 10 40 200 Index

In Pct Pct Pct
CnC:

Colton 0-8 Gravelly Sandy Loam GM A-1 0 0-5 35-80 30-75 20-65 10-40 0-10 NP-2
GW-GM A-2

SM A-4
SW-SM

8-16 Gravelly Loamy Sand GM A-1 0-1 0-10 30-80 25-75 20-60 5-35 0-10 NP-2
Very Gravelly Sand GP-GM A-2
Very Gravelly Sandy Loam GW-GM A-3
Gravelly Coarse Sandy SM

16-21 Gravelly Loamy Fine Sand GM A-1 0-1 5-20 30-80 25-75 20-50 2-20 0-14 NP
Gravelly Loamy Sand GP
Very Gravelly Sand GP-GM
Cobbly Coarse Sand SM

SP
21-60 Gravelly Sand GP A-1 0-1 5-20 20-55 15-50 10-30 0-5 0-14 NP

Extremely Gravelly Coarse GW
Sand SP
Very Cobbly Sand SW
Very Gravelly Loamy Sand

CnD:

USDA-Natural Resource Conservation Service-2002
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Engineering Index Properties - Continued
Aroostook County, Maine, Southern Part

Classification Fragments Percent Passing Sieve Number
Map Symbol Liquid Plasticity

and Soil Name Depth USDA Texture >10 3-10 Limit
Unified AASHTO Inches Inches 4 10 40 200 Index

In Pct Pct Pct
CnD:

Colton 0-8 Gravelly Sandy Loam GM A-1 0 0-5 35-80 30-75 20-65 10-40 0-10 NP-2
GW-GM A-2

SM A-4
SW-SM

8-16 Very Gravelly Sandy Loam GM A-1 0-1 0-10 30-80 25-75 20-60 5-35 0-10 NP-2
Gravelly Loamy Sand GP-GM A-2
Very Gravelly Sand GW-GM A-3
Gravelly Coarse Sandy SM

16-21 Cobbly Coarse Sand GM A-1 0-1 5-20 30-80 25-75 20-50 2-20 0-14 NP
Very Gravelly Sand GP
Gravelly Loamy Fine Sand GP-GM
Gravelly Loamy Sand SM

SP
21-60 Very Cobbly Sand GP A-1 0-1 5-20 20-55 15-50 10-30 0-5 0-14 NP

Extremely Gravelly Coarse GW
Sand SP
Very Gravelly Loamy Sand SW
Gravelly Sand

CnE:

USDA-Natural Resource Conservation Service-2002
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Engineering Index Properties - Continued
Aroostook County, Maine, Southern Part

Classification Fragments Percent Passing Sieve Number
Map Symbol Liquid Plasticity

and Soil Name Depth USDA Texture >10 3-10 Limit
Unified AASHTO Inches Inches 4 10 40 200 Index

In Pct Pct Pct
CnE:

Colton 0-8 Gravelly Sandy Loam GM A-1 0 0-5 35-80 30-75 20-65 10-40 0-10 NP-2
GW-GM A-2

SM A-4
SW-SM

8-16 Very Gravelly Sand GM A-1 0-1 0-10 30-80 25-75 20-60 5-35 0-10 NP-2
Very Gravelly Sandy Loam GP-GM A-2
Gravelly Coarse Sandy GW-GM A-3
Gravelly Loamy Sand SM

16-21 Gravelly Loamy Sand GM A-1 0-1 5-20 30-80 25-75 20-50 2-20 0-14 NP
Gravelly Loamy Fine Sand GP
Cobbly Coarse Sand GP-GM
Very Gravelly Sand SM

SP
21-60 Gravelly Sand GP A-1 0-1 5-20 20-55 15-50 10-30 0-5 0-14 NP

Extremely Gravelly Coarse GW
Sand SP
Very Cobbly Sand SW
Very Gravelly Loamy Sand

CoA:

USDA-Natural Resource Conservation Service-2002
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Engineering Index Properties - Continued
Aroostook County, Maine, Southern Part

Classification Fragments Percent Passing Sieve Number
Map Symbol Liquid Plasticity

and Soil Name Depth USDA Texture >10 3-10 Limit
Unified AASHTO Inches Inches 4 10 40 200 Index

In Pct Pct Pct
CoA:

Conant 0-8 Silt Loam ML A-4 0-1 0-5 85-95 80-90 70-85 45-75 30-50 5-15
SM A-7

8-18 Gravelly Silt Loam CL A-4 0-5 0-10 70-95 55-90 50-85 35-75 20-35 2-10
Silt Loam CL-ML
Loam GM
Gravelly Loam ML

SM
18-26 Gravelly Loam CL A-4 0-5 0-10 70-95 55-90 50-85 35-75 20-35 2-10

Gravelly Silt Loam CL-ML
Loam GM
Silt Loam ML

SM
26-60 Gravelly Silt Loam CL A-4 0-5 0-10 70-95 55-90 50-85 35-75 20-35 2-10

Loam CL-ML
Gravelly Loam GM
Silt Loam ML

SM
CoB:

USDA-Natural Resource Conservation Service-2002
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Engineering Index Properties - Continued
Aroostook County, Maine, Southern Part

Classification Fragments Percent Passing Sieve Number
Map Symbol Liquid Plasticity

and Soil Name Depth USDA Texture >10 3-10 Limit
Unified AASHTO Inches Inches 4 10 40 200 Index

In Pct Pct Pct
CoB:

Conant 0-8 Silt Loam ML A-4 0-1 0-5 85-95 80-90 70-85 45-75 30-50 5-15
SM A-7

8-18 Gravelly Silt Loam CL A-4 0-5 0-10 70-95 55-90 50-85 35-75 20-35 2-10
Gravelly Loam CL-ML
Loam GM
Silt Loam ML

SM
18-26 Loam CL A-4 0-5 0-10 70-95 55-90 50-85 35-75 20-35 2-10

Gravelly Loam CL-ML
Silt Loam GM
Gravelly Silt Loam ML

SM
26-60 Gravelly Loam CL A-4 0-5 0-10 70-95 55-90 50-85 35-75 20-35 2-10

Gravelly Silt Loam CL-ML
Loam GM
Silt Loam ML

SM
CoC:

USDA-Natural Resource Conservation Service-2002
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Engineering Index Properties - Continued
Aroostook County, Maine, Southern Part

Classification Fragments Percent Passing Sieve Number
Map Symbol Liquid Plasticity

and Soil Name Depth USDA Texture >10 3-10 Limit
Unified AASHTO Inches Inches 4 10 40 200 Index

In Pct Pct Pct
CoC:

Conant 0-8 Silt Loam ML A-4 0-1 0-5 85-95 80-90 70-85 45-75 30-50 5-15
SM A-7

8-18 Gravelly Silt Loam CL A-4 0-5 0-10 70-95 55-90 50-85 35-75 20-35 2-10
Loam CL-ML
Gravelly Loam GM
Silt Loam ML

SM
18-26 Loam CL A-4 0-5 0-10 70-95 55-90 50-85 35-75 20-35 2-10

Gravelly Loam CL-ML
Silt Loam GM
Gravelly Silt Loam ML

SM
26-60 Loam CL A-4 0-5 0-10 70-95 55-90 50-85 35-75 20-35 2-10

Gravelly Silt Loam CL-ML
Silt Loam GM
Gravelly Loam ML

SM
DaA:

Daigle 0-7 Silt Loam ML A-4 0-1 0-5 80-95 75-85 60-80 40-70 30-45 2-10
SM A-5

7-18 Silt Loam CL A-2 0-5 5-10 60-95 50-85 40-80 30-70 20-35 2-10
Gravelly Silt Loam GC-GM A-4
Gravelly Loam ML
Loam SM

18-48 Silt Loam CL A-4 0-5 5-10 60-90 50-85 40-80 35-75 25-35 8-15
Gravelly Clay Loam GC A-6
Gravelly Loam SC

DaB:

USDA-Natural Resource Conservation Service-2002
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Engineering Index Properties - Continued
Aroostook County, Maine, Southern Part

Classification Fragments Percent Passing Sieve Number
Map Symbol Liquid Plasticity

and Soil Name Depth USDA Texture >10 3-10 Limit
Unified AASHTO Inches Inches 4 10 40 200 Index

In Pct Pct Pct
DaB:

Daigle 0-7 Silt Loam ML A-4 0-1 0-5 80-95 75-85 60-80 40-70 30-45 2-10
SM A-5

7-18 Silt Loam CL A-2 0-5 5-10 60-95 50-85 40-80 30-70 20-35 2-10
Gravelly Silt Loam GC-GM A-4
Gravelly Loam ML
Loam SM

18-48 Silt Loam CL A-4 0-5 5-10 60-90 50-85 40-80 35-75 25-35 8-15
Gravelly Clay Loam GC A-6
Gravelly Loam SC

DaC:
Daigle 0-7 Silt Loam ML A-4 0-1 0-5 80-95 75-85 60-80 40-70 30-45 2-10

SM A-5
7-18 Silt Loam CL A-2 0-5 5-10 60-95 50-85 40-80 30-70 20-35 2-10

Gravelly Silt Loam GC-GM A-4
Loam ML
Gravelly Loam SM

18-48 Silt Loam CL A-4 0-5 5-10 60-90 50-85 40-80 35-75 25-35 8-15
Gravelly Loam GC A-6
Gravelly Clay Loam SC

GP:
Pits 0-6 Extremely Gravelly Coarse GP A-1 --- 0-25 10-25 5-25 0-15 0-5 0-14 NP

Sand GW
6-60 Extremely Gravelly Coarse GP A-1 --- 0-25 10-55 5-50 0-15 0-5 0-14 NP

Sand GW
Extremely Gravelly Sand SP
Very Gravelly Coarse Sand SW

Ha:

USDA-Natural Resource Conservation Service-2002
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Engineering Index Properties - Continued
Aroostook County, Maine, Southern Part

Classification Fragments Percent Passing Sieve Number
Map Symbol Liquid Plasticity

and Soil Name Depth USDA Texture >10 3-10 Limit
Unified AASHTO Inches Inches 4 10 40 200 Index

In Pct Pct Pct
Ha:

Hadley 0-10 Silt Loam CL A-4 0 0 100 95-100 90-100 60-85 15-25 NP-15
CL-ML A-6

ML
10-60 Silt Loam CL A-4 0 0 100 95-100 90-100 60-85 15-25 NP-15

Very Fine Sandy Loam CL-ML A-6
ML

HoA:
Howland 0-10 Gravelly Loam ML A-2 0-1 0-10 70-80 65-75 45-75 25-70 15-40 NP-10

SM A-4
10-23 Gravelly Fine Sandy Loam CL A-2 0-5 0-10 70-95 65-90 45-90 25-80 15-30 NP-8

Gravelly Loam CL-ML A-4
Loam ML
Silt Loam SM

23-60 Gravelly Silt Loam CL-ML A-4 0-5 0-10 70-95 65-90 55-90 40-80 15-25 NP-5
Gravelly Loam ML
Silt Loam SC-SM

SM
HoB:

Howland 0-6 Gravelly Loam ML A-2 0-1 0-10 70-80 65-75 45-75 25-70 15-40 NP-10
SM A-4

6-23 Silt Loam CL A-2 0-5 0-10 70-95 65-90 45-90 25-80 15-30 NP-8
Loam CL-ML A-4
Gravelly Fine Sandy Loam ML
Gravelly Loam SM

23-60 Silt Loam CL-ML A-4 0-5 0-10 70-95 65-90 55-90 40-80 15-25 NP-5
Gravelly Loam ML
Gravelly Silt Loam SC-SM

SM
HoC:

USDA-Natural Resource Conservation Service-2002
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Engineering Index Properties - Continued
Aroostook County, Maine, Southern Part

Classification Fragments Percent Passing Sieve Number
Map Symbol Liquid Plasticity

and Soil Name Depth USDA Texture >10 3-10 Limit
Unified AASHTO Inches Inches 4 10 40 200 Index

In Pct Pct Pct
HoC:

Howland 0-2 Gravelly Loam ML A-2 0-1 0-10 70-80 65-75 45-75 25-70 15-40 NP-10
SM A-4

2-23 Silt Loam CL A-2 0-5 0-10 70-95 65-90 45-90 25-80 15-30 NP-8
Loam CL-ML A-4
Gravelly Fine Sandy Loam ML
Gravelly Loam SM

23-60 Gravelly Loam CL-ML A-4 0-5 0-10 70-95 65-90 55-90 40-80 15-25 NP-5
Gravelly Silt Loam ML
Silt Loam SC-SM

SM
HvB:

Howland 0-2 Very Stony Loam GM A-2 1-5 1-5 65-95 60-90 45-90 25-80 15-40 NP-10
ML A-4
SM

2-23 Silt Loam CL A-2 0-5 0-10 70-95 65-90 45-90 25-80 15-30 NP-8
Loam CL-ML A-4
Gravelly Loam ML
Gravelly Fine Sandy Loam SM

23-60 Gravelly Loam CL-ML A-4 0-5 0-10 70-95 65-90 55-90 40-80 15-25 NP-5
Silt Loam ML
Gravelly Silt Loam SC-SM

SM
HvC:

USDA-Natural Resource Conservation Service-2002
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Engineering Index Properties - Continued
Aroostook County, Maine, Southern Part

Classification Fragments Percent Passing Sieve Number
Map Symbol Liquid Plasticity

and Soil Name Depth USDA Texture >10 3-10 Limit
Unified AASHTO Inches Inches 4 10 40 200 Index

In Pct Pct Pct
HvC:

Howland 0-2 Very Stony Loam GM A-2 1-5 1-5 65-95 60-90 45-90 25-80 15-40 NP-10
ML A-4
SM

2-23 Gravelly Loam CL A-2 0-5 0-10 70-95 65-90 45-90 25-80 15-30 NP-8
Gravelly Fine Sandy Loam CL-ML A-4
Loam ML
Silt Loam SM

23-60 Gravelly Silt Loam CL-ML A-4 0-5 0-10 70-95 65-90 55-90 40-80 15-25 NP-5
Gravelly Loam ML
Silt Loam SC-SM

SM
LnB:

Linneus 0-6 Silt Loam ML A-4 0-1 0-10 85-100 75-90 70-85 60-75 15-40 NP-8
6-32 Channery Silt Loam ML A-4 0-5 0-10 70-95 60-90 55-80 50-70 15-40 NP-8

Silt Loam
32-36 Unweathered Bedrock --- --- --- --- --- --- --- --- --- ---

LnC:
Linneus 0-6 Silt Loam ML A-4 0-1 0-10 85-100 75-90 70-85 60-75 15-40 NP-8

6-32 Silt Loam ML A-4 0-5 0-10 70-95 60-90 55-80 50-70 15-40 NP-8
Channery Silt Loam

32-36 Unweathered Bedrock --- --- --- --- --- --- --- --- --- ---
LnD:

Linneus 0-6 Silt Loam ML A-4 0-1 0-10 85-100 75-90 70-85 60-75 15-40 NP-8
6-32 Channery Silt Loam ML A-4 0-5 0-10 70-95 60-90 55-80 50-70 15-40 NP-8

Silt Loam
32-36 Unweathered Bedrock --- --- --- --- --- --- --- --- --- ---

MaA:

USDA-Natural Resource Conservation Service-2002
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Engineering Index Properties - Continued
Aroostook County, Maine, Southern Part

Classification Fragments Percent Passing Sieve Number
Map Symbol Liquid Plasticity

and Soil Name Depth USDA Texture >10 3-10 Limit
Unified AASHTO Inches Inches 4 10 40 200 Index

In Pct Pct Pct
MaA:

Machias 0-11 Gravelly Loam ML A-1 0 0-15 75-95 50-80 35-75 20-70 15-40 NP-6
SM A-2

A-4
11-30 Gravelly Sandy Loam ML A-1 0-1 0-15 75-95 50-75 30-75 15-70 15-40 NP-6

Gravelly Silt Loam SM A-2
Gravelly Loam A-4

30-60 Stratified Very Gravelly GM A-1 0-1 5-20 30-85 25-70 10-60 1-25 0-14 NP
Sand To Gravelly Loamy GP A-2

SM A-3
SP

MaB:
Machias 0-11 Gravelly Loam ML A-1 0 0-15 75-95 50-80 35-75 20-70 15-40 NP-6

SM A-2
A-4

11-30 Gravelly Silt Loam ML A-1 0-1 0-15 75-95 50-75 30-75 15-70 15-40 NP-6
Gravelly Sandy Loam SM A-2
Gravelly Loam A-4

30-60 Stratified Very Gravelly GM A-1 0-1 5-20 30-85 25-70 10-60 1-25 0-14 NP
Sand To Gravelly Loamy GP A-2

SM A-3
SP

MaC:
Machias 0-4 Gravelly Loam ML A-1 0 0-15 75-95 50-80 35-75 20-70 15-40 NP-6

SM A-2
A-4

4-30 Gravelly Silt Loam ML A-1 0-1 0-15 75-95 50-75 30-75 15-70 15-40 NP-6
Gravelly Sandy Loam SM A-2
Gravelly Loam A-4

30-60 Stratified Very Gravelly GM A-1 0-1 5-20 30-85 25-70 10-60 1-25 0-14 NP
Sand To Gravelly Loamy GP A-2

SM A-3
SP

USDA-Natural Resource Conservation Service-2002
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Engineering Index Properties - Continued
Aroostook County, Maine, Southern Part

Classification Fragments Percent Passing Sieve Number
Map Symbol Liquid Plasticity

and Soil Name Depth USDA Texture >10 3-10 Limit
Unified AASHTO Inches Inches 4 10 40 200 Index

In Pct Pct Pct
Md:

Made Land 0-60 Very Gravelly Silt Loam GC-GM A-1 --- 0-30 25-100 20-100 10-90 2-80 15-35 NP-10
GP A-2
ML A-3
SM A-4

MhB:
Mapleton 0-8 Channery Silt Loam GM A-4 0-1 0-10 70-95 55-75 50-70 40-65 15-40 NP-8

ML
SM

8-19 Very Channery Silt Loam GM A-4 0-5 0-15 60-90 45-75 40-70 35-65 15-40 NP-8
Channery Silt Loam ML

SM
19-24 Unweathered Bedrock --- --- --- --- --- --- --- --- --- ---

MhC:
Mapleton 0-8 Channery Silt Loam GM A-4 0-1 0-10 70-95 55-75 50-70 40-65 15-40 NP-8

ML
SM

8-17 Very Channery Silt Loam GM A-4 0-5 0-15 60-90 45-75 40-70 35-65 15-40 NP-8
Channery Silt Loam ML

SM
17-19 Unweathered Bedrock --- --- --- --- --- --- --- --- --- ---

MhD:
Mapleton 0-8 Channery Silt Loam GM A-4 0-1 0-10 70-95 55-75 50-70 40-65 15-40 NP-8

ML
SM

8-15 Very Channery Silt Loam GM A-4 0-5 0-15 60-90 45-75 40-70 35-65 15-40 NP-8
Channery Silt Loam ML

SM
15-19 Unweathered Bedrock --- --- --- --- --- --- --- --- --- ---

MmC:

USDA-Natural Resource Conservation Service-2002
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Engineering Index Properties - Continued
Aroostook County, Maine, Southern Part

Classification Fragments Percent Passing Sieve Number
Map Symbol Liquid Plasticity

and Soil Name Depth USDA Texture >10 3-10 Limit
Unified AASHTO Inches Inches 4 10 40 200 Index

In Pct Pct Pct
MmC:

Mapleton 0-2 Very Stony Silt Loam GM A-4 1-5 5-15 70-95 55-75 50-70 40-65 15-40 NP-8
ML
SM

2-15 Very Channery Silt Loam GM A-4 0-5 0-15 60-90 45-75 40-70 35-65 15-40 NP-8
Channery Silt Loam ML

SM
15-19 Unweathered Bedrock --- --- --- --- --- --- --- --- --- ---

MmD:
Mapleton 0-2 Very Stony Silt Loam GM A-4 1-5 5-15 70-95 55-75 50-70 40-65 15-40 NP-8

ML
SM

2-15 Very Channery Silt Loam GM A-4 0-5 0-15 60-90 45-75 40-70 35-65 15-40 NP-8
Channery Silt Loam ML

SM
15-19 Unweathered Bedrock --- --- --- --- --- --- --- --- --- ---

Mn:
Mixed Alluvial Land Pd 0-6 Silt Loam CL A-4 0 0 100 100 95-100 80-95 15-40 NP-15

CL-ML A-6
ML

6-65 Loamy Very Fine Sand CL A-4 0 0 100 100 95-100 60-95 15-40 NP-15
Very Fine Sandy Loam CL-ML A-6
Silt Loam ML
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Engineering Index Properties - Continued
Aroostook County, Maine, Southern Part

Classification Fragments Percent Passing Sieve Number
Map Symbol Liquid Plasticity

and Soil Name Depth USDA Texture >10 3-10 Limit
Unified AASHTO Inches Inches 4 10 40 200 Index

In Pct Pct Pct
Mn:

Mixed Alluvial Land Vpd 0-12 Mucky Silt Loam CL A-4 0 0 100 95-100 90-100 75-90 15-40 NP-15
CL-ML A-6

ML
OL

12-27 Loamy Very Fine Sand ML A-4 0 0 95-100 90-100 85-100 60-95 15-40 NP-10
Very Fine Sandy Loam
Silt Loam

27-65 Silt Loam CL-ML A-4 0 0 95-100 90-100 80-100 35-95 15-25 NP-5
Loamy Very Fine Sand ML
Very Fine Sandy Loam SC-SM

SM
MoA:

Monarda 0-3 Silt Loam CL-ML A-2 0-1 0-5 85-95 75-95 55-95 30-85 15-45 NP-10
ML A-4
SM A-5

3-16 Gravelly Silt Loam CL-ML A-4 0-5 0-10 65-95 55-95 45-95 35-85 15-30 NP-10
Silt Loam ML
Gravelly Very Fine Sandy SC-SM
Loam SM

16-65 Gravelly Very Fine Sandy CL-ML A-4 0-5 0-10 65-95 55-95 45-95 35-85 15-30 NP-10
Loam ML
Silt Loam SC-SM
Gravelly Silt Loam SM

Burnham 0-9 Muck PT A-8 0-1 0-5 85-100 75-95 70-90 65-85 0-14 ---
9-15 Channery Silt Loam CL A-4 0-10 0-15 70-100 60-90 50-90 45-85 15-30 NP-10

Gravelly Loam CL-ML
Loam ML

SM
15-65 Gravelly Loam CL A-4 0-10 0-15 70-100 60-90 50-90 45-85 15-30 NP-10

Loam CL-ML
Channery Silt Loam ML

SM
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Engineering Index Properties - Continued
Aroostook County, Maine, Southern Part

Classification Fragments Percent Passing Sieve Number
Map Symbol Liquid Plasticity

and Soil Name Depth USDA Texture >10 3-10 Limit
Unified AASHTO Inches Inches 4 10 40 200 Index

In Pct Pct Pct
MoB:

Monarda 0-3 Silt Loam CL-ML A-2 0-1 0-5 85-95 75-95 55-95 30-85 15-45 NP-10
ML A-4
SM A-5

3-16 Gravelly Silt Loam CL-ML A-4 0-5 0-10 65-95 55-95 45-95 35-85 15-30 NP-10
Silt Loam ML
Gravelly Very Fine Sandy SC-SM
Loam SM

16-65 Silt Loam CL-ML A-4 0-5 0-10 65-95 55-95 45-95 35-85 15-30 NP-10
Gravelly Silt Loam ML
Gravelly Very Fine Sandy SC-SM
Loam SM

Burnham 0-9 Muck PT A-8 0-1 0-5 85-100 75-95 70-90 65-85 0-14 ---
9-15 Gravelly Loam CL A-4 0-10 0-15 70-100 60-90 50-90 45-85 15-30 NP-10

Loam CL-ML
Channery Silt Loam ML

SM
15-65 Loam CL A-4 0-10 0-15 70-100 60-90 50-90 45-85 15-30 NP-10

Channery Silt Loam CL-ML
Gravelly Loam ML

SM
MrB:
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Engineering Index Properties - Continued
Aroostook County, Maine, Southern Part

Classification Fragments Percent Passing Sieve Number
Map Symbol Liquid Plasticity

and Soil Name Depth USDA Texture >10 3-10 Limit
Unified AASHTO Inches Inches 4 10 40 200 Index

In Pct Pct Pct
MrB:

Monarda 0-3 Very Stony Silt Loam CL-ML A-2 1-5 5-10 65-95 55-95 40-95 25-70 15-40 NP-10
GM A-4
ML
SM

3-16 Gravelly Very Fine Sandy CL-ML A-4 0-5 0-10 65-95 55-95 45-95 35-85 15-30 NP-10
Loam ML
Silt Loam SC-SM
Gravelly Silt Loam SM

16-65 Silt Loam CL-ML A-4 0-5 0-10 65-95 55-95 45-95 35-85 15-30 NP-10
Gravelly Silt Loam ML
Gravelly Very Fine Sandy SC-SM
Loam SM

Burnham 0-9 Very Stony Muck PT A-8 1-5 0-10 85-100 75-95 70-90 60-80 0-14 ---
9-15 Gravelly Loam CL A-4 0-10 0-15 70-100 60-90 50-90 45-85 15-30 NP-10

Loam CL-ML
Channery Silt Loam ML

SM
15-65 Gravelly Loam CL A-4 0-10 0-15 70-100 60-90 50-90 45-85 15-30 NP-10

Loam CL-ML
Channery Silt Loam ML

SM
Pa:

Muck 0-8 Muck PT A-8 0 0 --- --- --- --- --- ---
8-32 Muck PT A-8 0 0 --- --- --- --- --- ---
32-60 Silty Clay Loam CL A-2 0 0-5 85-100 75-100 50-100 30-95 15-40 NP-20

Fine Sandy Loam CL-ML A-4
Silt Loam ML A-6

SM
Peat 0-27 Peat PT A-8 0 0 --- --- --- --- 0-14 ---

27-60 Peat PT A-8 0 0 --- --- --- --- 0-14 ---
Peat

PeA:
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Engineering Index Properties - Continued
Aroostook County, Maine, Southern Part

Classification Fragments Percent Passing Sieve Number
Map Symbol Liquid Plasticity

and Soil Name Depth USDA Texture >10 3-10 Limit
Unified AASHTO Inches Inches 4 10 40 200 Index

In Pct Pct Pct
PeA:

Perham 0-10 Gravelly Silt Loam ML A-4 0-1 0-10 75-90 55-75 50-75 35-65 30-45 2-10
SM A-5

10-21 Silt Loam CL A-4 0-5 0-10 75-100 55-95 50-95 35-85 20-35 2-10
Gravelly Loam CL-ML
Loam ML
Gravelly Silt Loam SC

SM
21-27 Silt Loam CL A-4 0-5 0-10 75-100 55-95 50-95 35-85 20-35 2-10

Gravelly Loam CL-ML
Loam ML

SC
SM

27-60 Clay Loam CL A-4 0-5 0-10 75-100 55-95 50-95 35-85 25-35 8-15
Gravelly Loam SC A-6
Silt Loam

PeB:
Perham 0-10 Gravelly Silt Loam ML A-4 0-1 0-10 75-90 55-75 50-75 35-65 30-45 2-10

SM A-5
10-21 Gravelly Silt Loam CL A-4 0-5 0-10 75-100 55-95 50-95 35-85 20-35 2-10

Gravelly Loam CL-ML
Loam ML
Silt Loam SC

SM
21-27 Loam CL A-4 0-5 0-10 75-100 55-95 50-95 35-85 20-35 2-10

Silt Loam CL-ML
Gravelly Loam ML

SC
SM

27-60 Gravelly Loam CL A-4 0-5 0-10 75-100 55-95 50-95 35-85 25-35 8-15
Silt Loam SC A-6
Clay Loam

PeC:
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Engineering Index Properties - Continued
Aroostook County, Maine, Southern Part

Classification Fragments Percent Passing Sieve Number
Map Symbol Liquid Plasticity

and Soil Name Depth USDA Texture >10 3-10 Limit
Unified AASHTO Inches Inches 4 10 40 200 Index

In Pct Pct Pct
PeC:

Perham 0-10 Gravelly Silt Loam ML A-4 0-1 0-10 75-90 55-75 50-75 35-65 30-45 2-10
SM A-5

10-21 Loam CL A-4 0-5 0-10 75-100 55-95 50-95 35-85 20-35 2-10
Silt Loam CL-ML
Gravelly Silt Loam ML
Gravelly Loam SC

SM
21-27 Silt Loam CL A-4 0-5 0-10 75-100 55-95 50-95 35-85 20-35 2-10

Gravelly Loam CL-ML
Loam ML

SC
SM

27-60 Silt Loam CL A-4 0-5 0-10 75-100 55-95 50-95 35-85 25-35 8-15
Clay Loam SC A-6
Gravelly Loam

PeD:
Perham 0-2 Gravelly Silt Loam ML A-4 0-1 0-10 75-90 55-75 50-75 35-65 30-45 2-10

SM A-5
2-21 Gravelly Silt Loam CL A-4 0-5 0-10 75-100 55-95 50-95 35-85 20-35 2-10

Silt Loam CL-ML
Gravelly Loam ML
Loam SC

SM
21-27 Silt Loam CL A-4 0-5 0-10 75-100 55-95 50-95 35-85 20-35 2-10

Gravelly Loam CL-ML
Loam ML

SC
SM

27-60 Clay Loam CL A-4 0-5 0-10 75-100 55-95 50-95 35-85 25-35 8-15
Gravelly Clay Loam SC A-6
Silt Loam
Gravelly Loam
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Engineering Index Properties - Continued
Aroostook County, Maine, Southern Part

Classification Fragments Percent Passing Sieve Number
Map Symbol Liquid Plasticity

and Soil Name Depth USDA Texture >10 3-10 Limit
Unified AASHTO Inches Inches 4 10 40 200 Index

In Pct Pct Pct
PgB:

Plaisted 0-8 Gravelly Silt Loam GM A-4 0-1 0-10 65-90 60-75 55-75 40-70 15-40 NP-4
ML
SM

8-16 Silt Loam GM A-4 0-5 0-10 65-100 60-95 55-95 40-85 15-30 NP-4
Gravelly Silt Loam ML

SM
16-65 Gravelly Silt Loam GM A-4 0-5 0-10 65-100 60-95 50-95 35-85 15-20 NP-4

Silt Loam ML
SM

PgC:
Plaisted 0-8 Gravelly Silt Loam GM A-4 0-1 0-10 65-90 60-75 55-75 40-70 15-40 NP-4

ML
SM

8-16 Gravelly Silt Loam GM A-4 0-5 0-10 65-100 60-95 55-95 40-85 15-30 NP-4
Silt Loam ML

SM
16-65 Silt Loam GM A-4 0-5 0-10 65-100 60-95 50-95 35-85 15-20 NP-4

Gravelly Loam ML
Gravelly Silt Loam SM

PgD:
Plaisted 0-4 Gravelly Silt Loam GM A-4 0-1 0-10 65-90 60-75 55-75 40-70 15-40 NP-4

ML
SM

4-16 Silt Loam GM A-4 0-5 0-10 65-100 60-95 55-95 40-85 15-30 NP-4
Gravelly Silt Loam ML

SM
16-65 Silt Loam GM A-4 0-5 0-10 65-100 60-95 50-95 35-85 15-20 NP-4

Gravelly Loam ML
Gravelly Silt Loam SM

PrB:
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Engineering Index Properties - Continued
Aroostook County, Maine, Southern Part

Classification Fragments Percent Passing Sieve Number
Map Symbol Liquid Plasticity

and Soil Name Depth USDA Texture >10 3-10 Limit
Unified AASHTO Inches Inches 4 10 40 200 Index

In Pct Pct Pct
PrB:

Plaisted 0-4 Very Stony Silt Loam GM A-4 1-5 1-10 65-100 60-95 55-95 40-85 15-30 NP-4
ML
SM

4-16 Silt Loam GM A-4 0-5 0-10 65-100 60-95 55-95 40-85 15-40 NP-4
Gravelly Silt Loam ML

SM
16-65 Silt Loam GM A-4 0-5 0-10 65-100 60-95 50-95 35-85 15-20 NP-4

Gravelly Loam ML
Gravelly Silt Loam SM

PrC:
Plaisted 0-4 Very Stony Silt Loam GM A-4 1-5 1-10 65-100 60-95 55-95 40-85 15-30 NP-4

ML
SM

4-16 Silt Loam GM A-4 0-5 0-10 65-100 60-95 55-95 40-85 15-40 NP-4
Gravelly Silt Loam ML

SM
16-65 Gravelly Silt Loam GM A-4 0-5 0-10 65-100 60-95 50-95 35-85 15-20 NP-4

Silt Loam ML
Gravelly Loam SM

PrD:
Plaisted 0-4 Very Stony Silt Loam GM A-4 1-5 1-10 65-100 60-95 55-95 40-85 15-30 NP-4

ML
SM

4-16 Silt Loam GM A-4 0-5 0-10 65-100 60-95 55-95 40-85 15-40 NP-4
Gravelly Silt Loam ML

SM
16-65 Gravelly Silt Loam GM A-4 0-5 0-10 65-100 60-95 50-95 35-85 15-20 NP-4

Gravelly Loam ML
Silt Loam SM

PrE:
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Engineering Index Properties - Continued
Aroostook County, Maine, Southern Part

Classification Fragments Percent Passing Sieve Number
Map Symbol Liquid Plasticity

and Soil Name Depth USDA Texture >10 3-10 Limit
Unified AASHTO Inches Inches 4 10 40 200 Index

In Pct Pct Pct
PrE:

Plaisted 0-4 Very Stony Silt Loam GM A-4 1-5 1-10 65-100 60-95 55-95 40-85 15-30 NP-4
ML
SM

4-16 Silt Loam GM A-4 0-5 0-10 65-100 60-95 55-95 40-85 15-40 NP-4
Gravelly Silt Loam ML

SM
16-65 Gravelly Loam GM A-4 0-5 0-10 65-100 60-95 50-95 35-85 15-20 NP-4

Gravelly Silt Loam ML
Silt Loam SM

PvB:
Plaisted 0-4 Very Stony Silt Loam GM A-4 1-5 1-10 65-100 60-95 55-95 40-85 15-30 NP-4

ML
SM

4-16 Silt Loam GM A-4 0-5 0-10 65-100 60-95 55-95 40-85 15-40 NP-4
Gravelly Silt Loam ML

SM
16-65 Silt Loam GM A-4 0-5 0-10 65-100 60-95 50-95 35-85 15-20 NP-4

Gravelly Loam ML
Gravelly Silt Loam SM

Howland 0-2 Very Stony Loam GM A-2 1-5 1-5 65-95 60-90 45-90 25-80 15-40 NP-10
ML A-4
SM

2-23 Gravelly Loam CL A-2 0-5 0-10 70-95 65-90 45-90 25-80 15-30 NP-8
Gravelly Fine Sandy Loam CL-ML A-4
Loam ML
Silt Loam SM

23-60 Silt Loam CL-ML A-4 0-5 0-10 70-95 65-90 55-90 40-80 15-25 NP-5
Gravelly Loam ML
Gravelly Silt Loam SC-SM

SM
PvC:
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Engineering Index Properties - Continued
Aroostook County, Maine, Southern Part

Classification Fragments Percent Passing Sieve Number
Map Symbol Liquid Plasticity

and Soil Name Depth USDA Texture >10 3-10 Limit
Unified AASHTO Inches Inches 4 10 40 200 Index

In Pct Pct Pct
PvC:

Plaisted 0-4 Very Stony Silt Loam GM A-4 1-5 1-10 65-100 60-95 55-95 40-85 15-30 NP-4
ML
SM

4-16 Silt Loam GM A-4 0-5 0-10 65-100 60-95 55-95 40-85 15-40 NP-4
Gravelly Silt Loam ML

SM
16-65 Silt Loam GM A-4 0-5 0-10 65-100 60-95 50-95 35-85 15-20 NP-4

Gravelly Loam ML
Gravelly Silt Loam SM

Howland 0-2 Very Stony Loam GM A-2 1-5 1-5 65-95 60-90 45-90 25-80 15-40 NP-10
ML A-4
SM

2-23 Silt Loam CL A-2 0-5 0-10 70-95 65-90 45-90 25-80 15-30 NP-8
Loam CL-ML A-4
Gravelly Fine Sandy Loam ML
Gravelly Loam SM

23-60 Gravelly Silt Loam CL-ML A-4 0-5 0-10 70-95 65-90 55-90 40-80 15-25 NP-5
Silt Loam ML
Gravelly Loam SC-SM

SM
RaA:
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Engineering Index Properties - Continued
Aroostook County, Maine, Southern Part

Classification Fragments Percent Passing Sieve Number
Map Symbol Liquid Plasticity

and Soil Name Depth USDA Texture >10 3-10 Limit
Unified AASHTO Inches Inches 4 10 40 200 Index

In Pct Pct Pct
RaA:

Red Hook 0-3 Silt Loam CL-ML A-2 --- 0-5 80-100 75-95 45-95 25-80 15-40 1-15
ML A-4

SC-SM A-6
SM

3-23 Gravelly Silt Loam GM A-1 --- 0-5 30-90 25-85 15-80 10-70 15-30 1-15
Very Gravelly Sandy Loam ML A-2
Loam SC-SM A-4
Silt Loam SM A-6

23-60 Gravelly Silt Loam GM A-1 --- 5-10 30-80 25-75 15-75 10-70 15-30 1-15
Very Gravelly Sandy Loam ML A-2
Gravelly Loam SC-SM A-4

SM A-6
Atherton 0-7 Silt Loam ML A-4 0 0-5 95-100 90-100 75-95 55-90 30-45 5-15

OL A-7
7-30 Silt Loam CL A-4 0 0-5 65-95 60-95 50-90 40-80 25-40 5-20

Sandy Clay Loam CL-ML A-6
Gravelly Loam GC-GM
Silty Clay Loam SC

30-60 Stratified Gravelly Loam To CL-ML A-1 0 0-5 40-80 35-75 20-70 15-60 5-15 NP-5
Silty Clay Loam GC-GM A-2

GM A-4
ML

RaB:
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Engineering Index Properties - Continued
Aroostook County, Maine, Southern Part

Classification Fragments Percent Passing Sieve Number
Map Symbol Liquid Plasticity

and Soil Name Depth USDA Texture >10 3-10 Limit
Unified AASHTO Inches Inches 4 10 40 200 Index

In Pct Pct Pct
RaB:

Red Hook 0-3 Silt Loam CL-ML A-2 --- 0-5 80-100 75-95 45-95 25-80 15-40 1-15
ML A-4

SC-SM A-6
SM

3-23 Loam GM A-1 --- 0-5 30-90 25-85 15-80 10-70 15-30 1-15
Gravelly Silt Loam ML A-2
Very Gravelly Sandy Loam SC-SM A-4
Silt Loam SM A-6

23-60 Very Gravelly Sandy Loam GM A-1 --- 5-10 30-80 25-75 15-75 10-70 15-30 1-15
Gravelly Silt Loam ML A-2
Gravelly Loam SC-SM A-4

SM A-6
Atherton 0-7 Silt Loam ML A-4 0 0-5 95-100 90-100 75-95 55-90 30-45 5-15

OL A-7
7-30 Sandy Clay Loam CL A-4 0 0-5 65-95 60-95 50-90 40-80 25-40 5-20

Silty Clay Loam CL-ML A-6
Silt Loam GC-GM
Gravelly Loam SC

30-60 Stratified Gravelly Loam To CL-ML A-1 0 0-5 40-80 35-75 20-70 15-60 5-15 NP-5
Silty Clay Loam GC-GM A-2

GM A-4
ML

SgA:
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Engineering Index Properties - Continued
Aroostook County, Maine, Southern Part

Classification Fragments Percent Passing Sieve Number
Map Symbol Liquid Plasticity

and Soil Name Depth USDA Texture >10 3-10 Limit
Unified AASHTO Inches Inches 4 10 40 200 Index

In Pct Pct Pct
SgA:

Stetson 0-10 Gravelly Loam GM A-1 0 0-20 50-85 50-75 30-65 15-45 15-42 NP-8
SM A-2

A-4
A-5

10-18 Loam GM A-1 0 0-20 50-85 45-80 25-75 10-45 15-40 NP-7
Very Gravelly Sandy Loam GP-GM A-2
Gravelly Fine Sandy Loam SM A-4
Gravelly Loam SW-SM

18-40 Sandy Loam GM A-1 0 0-20 50-85 45-80 15-65 5-45 15-36 NP-6
Very Gravelly Loamy Sand GW-GM A-2
Gravelly Fine Sandy Loam SM A-3

SP-SM
40-60 Stratified Extremely GP A-1 0 0-35 25-50 20-50 10-40 0-15 15-30 NP

Gravelly Coarse Sand GP-GM
GW

GW-GM
SgB:

Stetson 0-10 Gravelly Loam GM A-1 0 0-20 50-85 50-75 30-65 15-45 15-42 NP-8
SM A-2

A-4
A-5

10-18 Loam GM A-1 0 0-20 50-85 45-80 25-75 10-45 15-40 NP-7
Very Gravelly Sandy Loam GP-GM A-2
Gravelly Fine Sandy Loam SM A-4
Gravelly Loam SW-SM

18-40 Gravelly Fine Sandy Loam GM A-1 0 0-20 50-85 45-80 15-65 5-45 15-36 NP-6
Very Gravelly Loamy Sand GW-GM A-2
Sandy Loam SM A-3

SP-SM
40-60 Stratified Extremely GP A-1 0 0-35 25-50 20-50 10-40 0-15 15-30 NP

Gravelly Coarse Sand GP-GM
GW

GW-GM
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Engineering Index Properties - Continued
Aroostook County, Maine, Southern Part

Classification Fragments Percent Passing Sieve Number
Map Symbol Liquid Plasticity

and Soil Name Depth USDA Texture >10 3-10 Limit
Unified AASHTO Inches Inches 4 10 40 200 Index

In Pct Pct Pct
SgB:
ThB:

Thorndike 0-6 Channery Silt Loam GM A-2 0-1 0-20 55-90 45-85 40-80 30-70 15-40 NP-8
ML A-4
SM

6-19 Extremely Channery Loam GM A-1 1-5 10-40 30-80 20-70 15-60 10-50 15-40 NP-8
Channery Silt Loam GP-GM A-2
Very Channery Silt Loam SM A-4

SP-SM
19-23 Unweathered Bedrock --- --- --- --- --- --- --- --- --- ---

ThC:
Thorndike 0-6 Channery Silt Loam GM A-2 0-1 0-20 55-90 45-85 40-80 30-70 15-40 NP-8

ML A-4
SM

6-19 Channery Silt Loam GM A-1 1-5 10-40 30-80 20-70 15-60 10-50 15-40 NP-8
Extremely Channery Loam GP-GM A-2
Very Channery Silt Loam SM A-4

SP-SM
19-23 Unweathered Bedrock --- --- --- --- --- --- --- --- --- ---

ThD:
Thorndike 0-6 Channery Silt Loam GM A-2 0-1 0-20 55-90 45-85 40-80 30-70 15-40 NP-8

ML A-4
SM

6-17 Very Channery Silt Loam GM A-1 1-5 10-40 30-80 20-70 15-60 10-50 15-40 NP-8
Extremely Channery Loam GP-GM A-2
Channery Silt Loam SM A-4

SP-SM
17-21 Unweathered Bedrock --- --- --- --- --- --- --- --- --- ---

ThE:
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Engineering Index Properties - Continued
Aroostook County, Maine, Southern Part

Classification Fragments Percent Passing Sieve Number
Map Symbol Liquid Plasticity

and Soil Name Depth USDA Texture >10 3-10 Limit
Unified AASHTO Inches Inches 4 10 40 200 Index

In Pct Pct Pct
ThE:

Thorndike 0-2 Channery Silt Loam GM A-2 0-1 0-20 55-90 45-85 40-80 30-70 15-40 NP-8
ML A-4
SM

2-14 Channery Silt Loam GM A-1 1-5 10-40 30-80 20-70 15-60 10-50 15-40 NP-8
Extremely Channery Loam GP-GM A-2
Very Channery Silt Loam SM A-4

SP-SM
14-18 Unweathered Bedrock --- --- --- --- --- --- --- --- --- ---

TkB:
Thorndike 0-2 Very Stony Silt Loam GM A-2 1-5 1-20 55-90 45-85 40-80 30-70 15-40 NP-8

ML A-4
SM

2-18 Extremely Channery Loam GM A-1 1-5 10-40 30-80 20-70 15-60 10-50 15-40 NP-8
Very Channery Silt Loam GP-GM A-2
Channery Silt Loam SM A-4

SP-SM
18-22 Unweathered Bedrock --- --- --- --- --- --- --- --- --- ---

TkC:
Thorndike 0-2 Very Stony Silt Loam GM A-2 1-5 1-20 55-90 45-85 40-80 30-70 15-40 NP-8

ML A-4
SM

2-16 Extremely Channery Loam GM A-1 1-5 10-40 30-80 20-70 15-60 10-50 15-40 NP-8
Very Channery Silt Loam GP-GM A-2
Channery Silt Loam SM A-4

SP-SM
16-20 Unweathered Bedrock --- --- --- --- --- --- --- --- --- ---

TkD:
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Engineering Index Properties - Continued
Aroostook County, Maine, Southern Part

Classification Fragments Percent Passing Sieve Number
Map Symbol Liquid Plasticity

and Soil Name Depth USDA Texture >10 3-10 Limit
Unified AASHTO Inches Inches 4 10 40 200 Index

In Pct Pct Pct
TkD:

Thorndike 0-2 Very Stony Silt Loam GM A-2 1-5 1-20 55-90 45-85 40-80 30-70 15-40 NP-8
ML A-4
SM

2-14 Extremely Channery Loam GM A-1 1-5 10-40 30-80 20-70 15-60 10-50 15-40 NP-8
Very Channery Silt Loam GP-GM A-2
Channery Silt Loam SM A-4

SP-SM
14-18 Unweathered Bedrock --- --- --- --- --- --- --- --- --- ---

TkE:
Thorndike 0-2 Very Stony Silt Loam GM A-2 1-5 1-20 55-90 45-85 40-80 30-70 15-40 NP-8

ML A-4
SM

2-12 Very Channery Silt Loam GM A-1 1-5 10-40 30-80 20-70 15-60 10-50 15-40 NP-8
Channery Silt Loam GP-GM A-2
Extremely Channery Loam SM A-4

SP-SM
12-16 Unweathered Bedrock --- --- --- --- --- --- --- --- --- ---

TsB:
Thorndike 0-2 Very Stony Silt Loam GM A-2 1-5 1-20 55-90 45-85 40-80 30-70 15-40 NP-8

ML A-4
SM

2-19 Extremely Channery Loam GM A-1 1-5 10-40 30-80 20-70 15-60 10-50 15-40 NP-8
Very Channery Silt Loam GP-GM A-2
Channery Silt Loam SM A-4

SP-SM
19-23 Unweathered Bedrock --- --- --- --- --- --- --- --- --- ---
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Engineering Index Properties - Continued
Aroostook County, Maine, Southern Part

Classification Fragments Percent Passing Sieve Number
Map Symbol Liquid Plasticity

and Soil Name Depth USDA Texture >10 3-10 Limit
Unified AASHTO Inches Inches 4 10 40 200 Index

In Pct Pct Pct
TsB:

Howland 0-2 Very Stony Loam GM A-2 1-5 1-5 65-95 60-90 45-90 25-80 15-40 NP-10
ML A-4
SM

2-23 Gravelly Fine Sandy Loam CL A-2 0-5 0-10 70-95 65-90 45-90 25-80 15-30 NP-8
Silt Loam CL-ML A-4
Loam ML
Gravelly Loam SM

23-60 Silt Loam CL-ML A-4 0-5 0-10 70-95 65-90 55-90 40-80 15-25 NP-5
Gravelly Silt Loam ML
Gravelly Loam SC-SM

SM
TsC:

Thorndike 0-2 Very Stony Silt Loam GM A-2 1-5 1-20 55-90 45-85 40-80 30-70 15-40 NP-8
ML A-4
SM

2-19 Extremely Channery Loam GM A-1 1-5 10-40 30-80 20-70 15-60 10-50 15-40 NP-8
Very Channery Silt Loam GP-GM A-2
Channery Silt Loam SM A-4

SP-SM
19-23 Unweathered Bedrock --- --- --- --- --- --- --- --- --- ---

Howland 0-2 Very Stony Loam GM A-2 1-5 1-5 65-95 60-90 45-90 25-80 15-40 NP-10
ML A-4
SM

2-23 Gravelly Loam CL A-2 0-5 0-10 70-95 65-90 45-90 25-80 15-30 NP-8
Gravelly Fine Sandy Loam CL-ML A-4
Loam ML
Silt Loam SM

23-60 Gravelly Silt Loam CL-ML A-4 0-5 0-10 70-95 65-90 55-90 40-80 15-25 NP-5
Gravelly Loam ML
Silt Loam SC-SM

SM
W:
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Engineering Index Properties - Continued
Aroostook County, Maine, Southern Part

Classification Fragments Percent Passing Sieve Number
Map Symbol Liquid Plasticity

and Soil Name Depth USDA Texture >10 3-10 Limit
Unified AASHTO Inches Inches 4 10 40 200 Index

In Pct Pct Pct
Wn:

Winooski 0-11 Silt Loam CL A-4 0 0 95-100 95-100 90-100 80-95 15-40 NP-15
CL-ML A-6

ML
11-36 Loamy Very Fine Sand CL A-4 0 0 95-100 95-100 90-100 60-95 15-40 NP-15

Silt Loam CL-ML A-6
Very Fine Sandy Loam ML
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